
Technical Data & Application Standards 

 

   Name of Test  ASTM Method       Test Result    

 

Abrasion Resistance   D1242    Passed 

Surface Flammability   D2859    Passed 

Coefficient of Friction   D1028    Passed 

 

 

 Dry Friction Test – Meets ADA Standards3 

 

 Wet Friction Test – Meets ADA Standards 


